
LUBRA-GLIDE BEADS

PARTICLE SIZE DISTRIBUTION TEST
50 GRAM SAMPLE

BATCH I.D.:  Coarse Bag Sample

PERCENTAGE OF:

Weight Percentage Ultra
Mesh Microns Weight Tare  On Retained Pop Corn Coarse Fine Fine

16 1180 392.1 392.1 0 0.00 0.00
20 850 323 318 5 10.00
30 600 328 311.9 16.1 32.20
35 500 375.8 362 13.8 27.60
40 425 299.9 289 10.9 21.80 91.60
45 355 292.2 288 4.2 8.40
50 300 278.5 278.5 0 0.00
60 250 276.5 276.5 0 0.00
80 180 265.6 265.6 0 0.00 8.40

100 150 258.7 258.7 0 0.00
PAN <150 339.2 339.2 0 0.00 0.00

Total Weight Sample: 50
Total Percentage: 100

0.00

5.00

10.00

15.00

20.00

25.00

30.00

35.00

1180 850 600 500 425 355 300 250 180 150 <150

16 20 30 35 40 45 50 60 80 100 PAN

%
 B

ea
d

s 
R

et
ai

n
ed

 o
n

 S
cr

ee
n

Particle Size Microns/Mesh

Lubra Glide

% Beads Retained


